
During Calcination at a high temperature which converts raw Gypsum to ne powder form.It is further subjected to 
thorough sieving process to enhance quality and to bring out superior plastering grade. In plastering stage, about 
16 - 17 litres of water is mixed with 25kg material and thus the water content removed at manufacturing stage is 
regained and gypsum is transformed back into its strong crystal form. The product has an initial setting time of 10 
15 minutes. Further processes like painting, xtures can be started after 72 hours once plaster is fully dried.
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